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BESTSUB TECHNOLOGIES CO LTD 
RM810 EXCHANGE SQUARE, NO268 DONGFENG ZHONG ROAD, YUEXIU DISTRICT, 
GUANGZHOU 510030 CHINA 
 
 
The following sample(s) was/were submitted and identified on behalf of the client as: 

Sample Description : 11OZ SUBLIMATION POLYMER WHITE MUG 

Style / Item No. : BPM01 

Test Performed : Selected test(s) as requested by applicant 

Sample Receiving Date : May 08, 2014 

Test Performing Date : May 08, 2014 to May 21, 2014 

Test Result(s) :  

Test Requested Result 

EN 12875-4:2006 Pass 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Ltd. 

 
_________________________ 
Jason Cheung 
Approved Signatory  
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1. Test conducted:  

EN 12875-4: 2006 Mechanical dishwashing resistance of utensils — Part 4: Rapid test for domestic 

ceramic articles 

2. Scope: This European Standard specifies a rapid method for testing the dishwashing resistance of ceramic  

articles intended for domestic use. It does not define the number of dishwashing cycles that any given product 

should withstand. 

Test sample description : Plastic Mug 
Number of Tested Sample(s): 4 Pieces 
 

3. Test Procedure: 

With reference to EN 12875-4: 2006 Test method 

 
4. Test Result as follows: 
 
4.1 After 16hours: 

 
 
 

Articles with  
or without  
decoration 

(Category of 
articles) 

Test 
specimen 
number 

Color Gloss Clouding 

Resistant 
deposits 

and 
iridescent 

layers 

Other 
aspects 

1# 0 0 0 0 0 

2# 0 0 0 0 0 

3# 0 0 0 0 0 
Inspector 1 

Plastic 
articles 

4# 0 0 0 0 0 

Average 0 0 0 0 0 

1# 0 0 0 0 0 

2# 0 0 0 0 0 

3# 0 0 0 0 0 
Inspector 2 

Plastic 
articles 

4# 0 0 0 0 0 

Average 0 0 0 0 0 

Overall rating 0 0 0 0 0 
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4.2 After 32hours: 

 
 
 

Articles with  
or without  
decoration 

(Category of 
articles) 

Test 
specimen 
number 

Color Gloss Clouding 

Resistant 
deposits 

and 
iridescent 

layers 

Other 
aspects 

1# 0 0 0 0 0 

2# 0 0 0 0 0 

3# 0 0 0 0 0 
Inspector 1 

Plastic 
articles 

4# 0 0 0 0 0 

Average 0 0 0 0 0 

1# 0 0 0 0 0 

2# 0 0 0 0 0 

3# 0 0 0 0 0 
Inspector 2 

Plastic 
articles 

4# 0 0 0 0 0 

Average 0 0 0 0 0 

Overall rating 0 0 0 0 0 

 
Note: 

Classification Rating 
0 No visible change 
1 First discernible change 
2 Clearly visible change 

 
Sample Photo(s):  

 

 

 

***End of Report*** 
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